TYPICAL DETAILS (for masonry and concrete walls)

finished grade

KEY

% Denotes undistrubed national soil
ﬁm Denotes backfill material

." ¢ Denotes crushed stone P

gravel

where soil under footing
consists of soft clay,
place 4" to 6" of crushed Z

finished grade
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waterproof back face of wall with 1/2" coating

of cement parging or two continuous coats of

hot bituminous material applied at right angles
to each other

gravel backfill to within 1' from top of wall and
a minimum of 4" below drain pipe

filter fabric, wrapped around 12" of gravel

4" dia. min. rigid perforated drain pipe, full
length of wall connected to outlets at each end
or weep holes at 8' o.c.
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FIGURE 12: TYPICAL BACKFILL AND DRAINAGE DETAIL

or
1/2" rubber strip, full height of wall

1/2" x 1/2" wood strip; remove with
formwork; fill void with mastic caulking

|

Note: control joints shall be spaced
no greater than 20'-0" o.c.

FIGURE 13: TYPICAL CONTROL JOINT DETAIL
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